
APPENDIX C

Average Engine Metal Removal
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Figure C-1.  Average Cumulative Weight of Iron Removed from Engines Versus Vehicle Miles
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Figure C-2.  Average Cumulative Weight of Chromium Removed from Engines Versus Vehicle Miles
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Figure C-3.  Average Cumulative Weight of Nickel Removed from Engines Versus Vehicle Miles
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Figure C-4.  Average Cumulative Weight of Aluminum Removed from Engines Versus Vehicle Miles
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Figure C-5.  Average Cumulative Weight of Lead Removed from Engines Versus Vehicle Miles
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Figure C-6.  Average Cumulative Weight of Copper Removed from Engines Versus Vehicle Miles
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Figure C-7.  Average Cumulative Weight of Tin Removed from Engines Versus Vehicle Miles
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Figure C-7.  Average Cumulative Weight of Molybdenum Removed from Engines Versus Vehicle Miles
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Figure C-9.  Average Cumulative Weight of Antimony Removed from Engines Versus Vehicle Miles


